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Masonry Loose Lintel

When the Architect specifies an expansion joint over the window and off 

the edge of a loose lintel, the mason should complete the expansion joint 

by installing a soft joint at the horizontal plane

We should discuss this issue with our Mason if expansion joints 

are detailed as defined above.

Mortar cracking occurs along the horizontal 

joint in front of the loose lintel. Sometimes we will 

see cracking down the face of the masonry and then 

over to the window opening, either in a horizontal 

pattern or diagonal.

We need to install a bond breaker, such as flashing, 

and a backer rod & sealant joint in front of the mortar 

(hold mortar 1” from face of masonry) to complete 

the masonry expansion joint.

Make sure that the weeps are installed in the 

horizontal sealant joint.

Poor Installation Proper Installation

Make sure that a 

weep is within 4” of 

the end dam
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